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Test Report

Applicant: GUANGZHOU TIANMA TELECOM TECHNOLOGY CO., LTD.
Address: ZHONGSHAN DADAO 139#, TIANHE DISTRICT, GUANGZHOU,
CHINA
Tel: 020-85699190, Fax: 020-85687551, Email: tm@tianma-gz.com

Contact: Deng Daxian
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/ﬁa}su mitted: July 28, 2006
Test P 9//} ) July 28, 2006 to August 8, 2006

7.

Sampl a/\\ﬂEMPRATURE COMPENSATED CRYSTAL OSCILLATORS (TCXO)

Description: _/(\:?agsLe Serial No.: HS1146  Type: TX SERIES PRODUCTS Brand:
AN

~ TiAN#A TELECOM
‘) &
Test Items: Test th@@(énte;i Pb, Cd, Hg, Cr**, PBBs and PBDEs in the Sample

Test Requirement: 2002!95@6.266}/? A815C7,
Restriction of Haz&%ﬁ%‘,ﬁn;es (RoHS)
Test Method: IEC 62321, Ed. 1 Procedur‘é._ {g?,l\b:;‘l'«\bﬁggmination of Levels of Regulated
Substances in ElectrotechnicaI'Prld?v)é ﬁ(\
Test Ambient: 25~26°C, 49~56RH%, 101Mpa Y& =
Test Instruments: 1) UV-Vis Spectrophotometer UV-ViTs‘va-‘f)‘} Igo;'gﬁ?r 0002
2) Atom Absorption Spectrometer AAS300 / No.(A #701169
3) Gas Chromatograph-mass Spectrometer System Trace MS 2000
/No0.410101015
4) Electronic Balance BP190S / N0.011701146
Test Result: Refer to Page 6 to 7
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2. Test Methods & Inss‘rur‘.‘Q:}([l.‘;\etj:
7 o
According to the requirements of -Rt{f,\{S,Rgl-E\compliance test shall be done on homogenous
materials in the equipments. So the sam\pté :a;}?",e/difﬁoipted into single homogenous materials prior
to testing start. The sampling results and speciméﬁﬁf&}.ﬁtig{bwe been detailed in Table1. It should
Y/ 7 %
be noticed that some parts tested can not be disjointed imé é\—roﬂ;i‘gﬁq\‘materials and are not
L 8 g ™,
homogenous materials, because they are too small or complex tuoﬁ%‘tbj/ﬁ‘j’;inted mechanically.
/5
Per IEC62321, six hazardous substances shall be tested. Test methods/ m{!jﬂs@(ﬁts used are

.

Fig.1 The View of Sample

detailed in Table 2. Test results detailed in table 3. ) ,{>7
Table 1 Description of the Components
Description
Serial No. Part Name P
Type Location
1# Resistors 0805, 0603 R1~R21
2# Thermistors 0805, 0603 RT1, RT2
Porcelain
3# Capacitors 0805, 0603 C1~C9, Cl1:-Cl2
Tantalum
43 Capacitors 3216, 0805 C10
5# Inductors 0805, 0603 ]
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